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(57) ABS TRAC ’I 

A thermal barrier coating composition is provided. The 
composition has a base oxide, a primary stabilizer, and at 
least two additional cationic oxide dopants. Preferably, a 
pair of group A and group B defect cluster-promoting oxides 
is used in conjunction with the base and primary stabilizer 
oxides. The new thermal barrier coating is found to have 
significantly lower thermal conductivity and better sintering 
resistance. In preferred embodiments, the base oxide is 
selected from zirconia and hafnia. The group A and group B 
cluster-promoting oxide dopants preferably are selected 
such that the group A dopant has a smaller cationic radius 
than the primary stabilizer oxide, and so that the primary 
stabilizer oxide has a small cationic radius than that of the 
group B dopant. 

25 Claims, 1 Drawing Sheet 
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LOW CONDUCTIVITY AND 

BARRIER COATINGS 
SINTERING-RESISTANT THERMAL 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

This application is a divisional of U.S. patent application 
Ser. No. 101928,496 filedAug. 27, 2004, now U.S. Pat. No. 
7,001,859 which is a continuation-in-part of U.S. patent 
application Ser. No. 091904,084 filed Jul. 12, 2001, which 
claims priority of U.S. provisional patent application Ser. 
No. 601263,257 filed Jan. 22, 2001. 

STATEMENT OF GOVERNMENT SPONSORED 
RESEARCH 

This invention was made with government support under 
Contract No. NCC3-617 awarded by NASA. The govem- 
ment has certain rights in this invention. 

FIELD OF THE INVENTION 

The invention relates to a low conductivity thermal barrier 
coating, in particular to such a coating containing zirconia 
and/or hafnia, and a combination of rare earth oxides and/or 
certain other oxides. 

BACKGROUND OF THE INVENTION 

Thermal barrier coatings are thin ceramic layers that are 
used to insulate air-cooled metallic components from high 
temperature gases, for example in gas turbine or other heat 
engines. Such coatings are useful in protecting and extend- 
ing the service life of metallic components exposed to high 
temperatures, such as jet engine turbine blades and combus- 
tor components. Thermal barrier coatings composed of 
yttria-stabilized zirconia are known, wherein the yttria typi- 
cally makes up seven to nine weight percent (or four to five 
molar percent) of the total composition. These coatings are 
typically applied using plasma spraying or physical vapor 
deposition techniques in which melted ceramic particles or 
vaporized ceramic clouds are deposited onto the surface of 
the component that is to be protected. Thermal barrier 
coatings are somewhat porous with overall porosities gen- 
erally in the range of 5 to 20%. This porosity serves to 
reduce the coating’s effective thermal conductivity below 
the intrinsic conductivity of the dense ceramic, as well as to 
improve the coating’s strain tolerance. However, the coating 
conductivity will increase as the porosity decreases in high 
temperature service due to ceramic sintering. 

In a jet engine, higher operating temperatures generally 
lead to greater eficiency. However, higher temperatures also 
cause more problems such as higher stresses, increased 
materials phase instability and thermal oxidation, leading to 
premature failure of components. A ceramic coating with 
lower thermal conductivity and improved high temperature 
stability would allow higher operating temperatures while 
preserving operating life of the coated component. Accord- 
ingly there is a need for thermal barrier coatings with a lower 
conductivity and better sintering resistance than prior art 
coatings. Such a coating ideally would retain low conduc- 
tivity after many hours of high temperature service. A laser 
test, recently developed by the current inventors has allowed 
simultaneous testing of durability, conductivity, and conduc- 
tivity increase due to sintering under turbine-level high heat 
flux conditions. See, e.g., Dongming Zhu and Robert A. 

2 
Miller, “Thermal Conductivity and Elastic Modulus Evolu- 
tion of Thermal Barrier Coatings under High Heat Flux 
Conditions,” Journal of Thermal Spray Technology Vol. 9(2) 
June 2000 pp. 175-180, and “Thermophysical and Thermo- 

5 mechanical Properties of Thermal Barrier Coating systems,” 
Ceramic Engineering and Science Proceedings, Vol. 21, 
2000 pp. 623-633, both of which are incorporated herein by 
reference. The thermal barrier coating advances described in 
this application have had the benefit of this new test 

i o  approach. 

SUMMARY OF THE INVENTION 

A thermal barrier coating composition is provided, having 
15 46-97 molar percent base oxide, 2-25 molar percent pri- 

mary stabilizer, 0.5-25 molar percent group A dopant, and 
0.5-25 molar percent group B dopant. The base oxide is 
selected from the group consisting of ZrO,, HfO, and 
combinations thereof, the primary stabilizer is selected from 

20 the group consisting of Y,O,, Dy,O,, Er,O, and combina- 
tions thereof; the group B dopant is selected from the group 
consisting of Nd,O,, Sm,O,, Gd,O,, Eu,O, and combina- 
tions thereof; and the group A dopant is selected from the 
group consisting of rare earth oxides, alkaline earth metal 

25 oxides, transition metal oxides and combinations thereof, 
but excluding those species contained in the base oxide, 
group B dopant and primary stabilizer groups. The ratio of 
the molar percentages of group A dopant to group B dopant 
in the composition is between about 1:lO and about 1O:l. 

A further thermal barrier coating composition is provided, 
having a ceramic alloy solid solution having a base oxide 
lattice structure or structures where the base oxide is present 
in the solid solution in an amount of 46-97 molar percent. 
The solid solution further includes 2-25 molar percent 

35 primary stabilizer, 0.5-25 molar percent group A dopant, 
and 0.5-25 molar percent group B dopant. The base oxide is 
selected from the group consisting of ZrO,, HfO, and 
combinations thereof, and the primary stabilizer is selected 
from the group consisting of Y,O,, Dy,O,, Er,O, and 

40 combinations thereof. Each of the group A dopant and the 
group B dopant is selected from the group consisting of rare 
earth oxides, alkaline earth metal oxides, transition metal 
oxides and combinations thereof, but excluding those spe- 
cies contained in the base oxide and primary stabilizer 

45 groups. The group A dopant is selected such that the ionic 
radius of the group A dopant cation is smaller than the ionic 
radius of the primary stabilizer cation in the solid solution. 
The group B dopant is selected such that the ionic radius of 
the group B dopant cation is larger than the ionic radius of 

50 the primary stabilizer cation in the solid solution. The ratio 
of the molar percentages of group A dopant to group B 
dopant in the solid solution is between about 1 : 10 and about 
1O:l. 

A turbine blade structure also is provided. The turbine 
55 blade structure has a metallic turbine blade substrate and a 

ceramic thermal barrier coating thereover. The ceramic 
thermal barrier coating has a ceramic alloy solid solution 
having 46-97 molar percent base oxide, 2-25 molar percent 
primary stabilizer, 0.5-25 molar percent group A dopant, 

60 and 0.5-25 molar percent group B dopant. The base oxide is 
selected from the group consisting of ZrO,, HfO, and 
combinations thereof; the primary stabilizer is selected from 
the group consisting of Y,O,, Dy,O,, Er,O, and combina- 
tions thereof, and each of the group A dopant and the group 

65 B dopant is selected from the group consisting of rare earth 
oxides, alkaline earth metal oxides, transition metal oxides 
and combinations thereof, but excluding those species con- 

30 
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tained in the base oxide and primary stabilizer groups. The have been observed experimentally after 30 hours of service 
group A dopant is selected such that the ionic radius of the for such coatings having 0.25 mm thickness at temperatures 
group A dopant cation is smaller than the ionic radius of the of 990, 1100 and 1320,” c . ,  respectively. This observed 
primary stabilizer cation in the solid solution, and the group increase in thermal conductivity (from 15% to as high as 
B dopant is selected such that the ionic radius of the group 5 50% after only 30 hours) dramatically shortens the 
B dopant cation is larger than the ionic radius of the primary life of the coated part because the part is exposed to far 
stabilizer cation in the solid solution. The ratio of the molar greater thermal stress as a of thermal energy 
Percentages of€TouP Adopant to €TOUP B dopant in the solid being conducted through the coating. The thermal barrier 
solution is between about 1:lO and about 1O:l. coating becomes less effective at performing its thermal 

10 shielding function because its capacity to conduct thermal 
energy to the coated part increases with time under high BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a sectioned side view of a metallic substrate 
having a ceramic thermal barrier coating according to the 
invention applied thereto. A metallic bond coat layer, which 
is optional but highly preferred, is provided intermediate the 
thermal barrier coating and the substrate. The substrate can 
be, e.g., a turbine blade for a jet engine, a combustor, or any 
other component that is subjected to high temperature ser- 
vice, particularly high temperature thermal cycling as in a jet 
engine. 

FIG. 2 is a sectioned side view as in FIG. 1, incorporating 
an additional ceramic layer intermediate the metallic bond 
coat layer and the thermal barrier coating layer according to 
the invention. 

temperature conditions. 
The observed increase in effective thermal conductivity in 

the conventional plasma sprayed ceramic coatings is due to 
sintering of the ceramic material at the elevated service 
temperatures, which essentially closes up or “fills in” the 
porous network of the ceramic layer. As a result of the 
reduced porosity, the effective thermal conductivity of the 
layer approaches the dense ceramic’s intrinsic thermal con- 
ductivity (about 2.5 Wlm-K for 4.55 mol. % yttria-stabilized 
zirconia) as the coating continues to become more continu- 
ously solid and less porous. In addition, microcracks (on the 
order of 1 to 10 microns or less) present in the native, 
as-applied ceramic coatings, particularly those deposited via 
plasma spray, are believed to be an efficient barrier to 
conductive heat transfer through the coating, contributing to 
the overall low effective conductivities observed for these 
coatings. The finer of these microcracks, (about 1 micron 
width or less) can be healed or filled in as a result of 

30 sintering, further elevating the effective thermal conductiv- 
ity toward the dense ceramic’s intrinsic conductivity. Also, 
as the coating becomes more dense due to sintering it 
exhibits a corresponding increase in its elastic modulus, thus 
increasing the elastic strain energy in the coating and caus- 

The present invention is based on the discovery that the 
incorporation of certain dopant oxides in various proportions 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS OF THE 

INVENTION 

As used herein, all percentages are given as molar per- 
cents othemise indicated, As used herein, when a 
preferred range such as 5-25 (or 5 to 25) is given, this means 
preferably at least 5 and, separately and independently, 
preferably not more than 25. 

Also as used herein, the intrinsic or material thermal 
conductivity of a material refers to the material’s thermal 
conductivity measured as a physical property of a nonpo- 

35 ing reduced durability especially upon thermal cycling. 

Tous, dense solid sample of the material, whereas the effec- into the ceramic coating matrix can stabilize the Porous 
tive or superficial thermal conductivity of a material refers 40 ceramic coating against sintering via a defect clustering 
to the material’s effective thermal conductivity measured for effect. In addition, it has been found that certain combina- 
a porous sample of the material. Generally, a porous mate- tions of dopant oxides also impart a greater stability against 
rial’s effective or superficial thermal conductivity will be thermal cycling to the ceramic coating matrix. The result of 
lower than the material’s intrinsic thermal conductivity the above effects is that a high-temperature service compo- 
because the porous network ofthe material limits or reduces 45 nent that is coated with a ceramic thermal barrier according 
the pathways thermal energy can through the material, to the present invention will have a substantially improved 

each is a decimal or whole number such as or ,33 or ,67, and will be more resistant to thermal cycling resulting from, 
refers to a compos~t~on for a ceramic alloy solid solution or e.g., an aircraft’s flight schedule. It also has been found that 

mol, % group A dopant and mol, % group B dopant, with erosion resistance to the thermal barrier coatings. The coat- 
the balance being base oxide as those components are ings according to the invention, and particularly the dopant 

oxides referred to above, are described in detail below. described herein. 
ne present invention provides a substantial improvement In its broadest aspect, a thermal barrier coating according 

to ceramic thermal barrier coatings that have been used to 55 to the invention is comprised of a ceramic alloy solid 
coat high temperature service components, for in solution having at least the following four components: 1) a 
jet engines. Such components include, but are not limited to, base Oxide, 2) a Primary stabilizer, 3) a group AdoPat ,  and 
turbine blades as well as combustor components. As 4) a €TOUP B dopant. 
explained above, these components conventionally have In a first preferred embodiment, the thermal barrier coat- 
been coated with a ceramic coating of yttria-stabilized 60 ing according to the present invention has the following 
zirconia, typically about 3.9-4.55 mol. % Y,O, (about 7-8 preferred formulation or table of components listed in table 
wt. %), balance ZrO, and impurities. For plasma sprayed 1. In table 1, any preferred or less preferred molar percent or 
coatings, as initially laid down the coatings provide suitably molar percent range for any component can be combined 
low effective thermal conductivity, k-1 .O Wlm-K. However, with any preferred or less preferred molar percent or molar 
the effective thermal conductivity of these coatings tends to 65 percent range for any of the other components; it is not 
increase rather markedly after several hours of high tem- necessary that all or any of the molar percents or molar 
perature service, and values of 1.15, 1.19 and 1.5, Wlm-K percent ranges come from the same column. 

Also as used herein, the notation x-y-z, where x, y and z life, can be Operated at higher temperature, 

thermal barrier coating having x mol, % primary stabilizer, 50 certain Of Oxides may enhanced 
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TABLE 1 

TABLE OF COMPONENTS 

MOLAR PERCENTS 

Less Preferred Less Preferred Preferred 

Base Oxide 60-93 
46-97 

Primaq Stabilizer 4-1 7 
3-20 
2-25 

Group A Dopant 0.9-8 
0.8-9 
0.7-10 
0.5-12 

0-25 
Group B Dopant 0.9-8 

0.8-9 
0.7-10 
0.5-12 

0-25 

82-91 86 
73-92 84-89 

6-12 8-9 
4-14 7-10 

1.754.5 2.5 
1.5-5 

1.25-6 
1-7 

1.754.5 2.5 
1.5-5 

1.25-6 
1-7 

The base oxide is the primary component in the solid 
solution, meaning that the base oxide is present therein in an 
amount preferably greater than 50 mol. %, more preferably 
60 mol. %, more preferably 70 or SO, mol. %. In any event, 
the base oxide should represent the highest mol. % concen- 
tration in the ceramic alloy solid solution relative to any 
other single component therein. The base oxide represents 
the balance of the ceramic alloy solid solutions described 
herein, excepting impurities, after accounting for the molar 
percent concentrations of the primary stabilizer, group A 
dopant and group B dopant, which collectively make up the 
total dopant oxides. For example, a ceramic alloy solid 
solution having 4.mol. % primary stabilizer, 3 mol. % group 
A dopant and 3 mol. % group B dopant, has 90 mol. % base 
oxide and impurities (100 mol. %-4 mol. %-3 mol. %-3 
mol. %=90 mol. %). As used herein, whenever a base oxide 
is said to represent the “balance” of a ceramic alloy solid 
solution or ceramic thermal barrier coating, it is to be 
understood that this is not intended necessarily to exclude 
the presence of any impurities. 

The base oxide most preferably is selected from either 
zirconia (ZrO,), hafnia (HfO,) or a combination of these. 
Zirconia may be preferred because of its relatively low cost, 
wide availability and the fact that coating manufacturers 
already are broadly familiar with zirconia-based ceramic 
thermal barrier coatings, including techniques for their 
application to desired substrates. However, the applicants 
have observed very good sintering resistance and low ther- 
mal conductivity for hafnia-based coatings as well when 
doped according to the invention. 

The primary stabilizer is a species effective to fully or 
partially “stabilize” the cubic phase of the base oxide. This 
avoids the relatively large volume change associated with 
phase transformation during heating or cooling the pure base 
oxide, e.g. zirconia, as it transforms from the low tempera- 
ture monoclinic phase to a higher temperature tetragonal 
phase. A fully stabilized base oxide will be cubic across a 
broad temperature range. A partially stabilized base oxide 
may be partly cubic or it may contain a certain quenched-in 
phase known as t’ (the tetragonal t’ phase described else- 
where herein), for example t’-zirconia. Oxide stabilizers 
generally cause a decrease in the intrinsic thermal conduc- 
tivity of the base oxide ceramic (zirconia or hafnia) as a 
result of increased vacancies and atomic weight associated 
with the stabilizing oxide additions. Such stabilizers, as well 
as their effect of lowering intrinsic thermal conductivity, are 
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6 
well known in the art. For example, it is known that the 
addition of yttria (Y,O,) in minor amounts to zirconia 
(ZrO,) causes the material thermal conductivity of the 
primarily zirconia matrix to be reduced. This has been the 
basis for conventional ceramic thermal barrier coatings, 
which utilize 4.55 mol % (-8 wt. %) yttria-stabilized zirco- 
nia, commonly referred to in the art as “XYSZ”. Conven- 
tionally, yttria (Y203) is the most common primary stabilizer 
species, and ceramic coatings made from 4.55 mol. % 
yttria-stabilized zirconia (XYSZ) are well known in the art. 
Alternatively, the primary stabilizer can be any other species 
present in an amount effective to stabilize, and therefore to 
reduce the intrinsic thermal conductivity of, the solid solu- 
tion relative to the base oxide alone, including dysprosia 
(Dy,O,), less preferably erbium oxide (Erz03), or combi- 
nations of these andor yttria. 

The group A and B dopants preferably are provided in 
smaller amounts compared to the base oxide, and are respon- 
sible for providing the defect clustering effect mentioned 
above, and more fully described below. The group A and B 
dopants both are cationic oxides, preferably both rare earth 
oxides. The group A dopant is selected such that the ionic 
radius of the group A dopant cation will be smaller than the 
ionic radius of the primary stabilizer cation in the solid 
solution. Conversely, the group B dopant is selected such 
that the ionic radius of the group B dopant cation will be 
larger than the ionic radius of the primary stabilizer cation 
in the solid solution. In other words, the group A dopant 
cationic radius is smaller than that of the primary stabilizer, 
whose cationic radius in turn is smaller than that of the group 
B dopant. 

The group A dopant is preferably scandia oxide (Sc,O,) 
or ytterbium oxide (Yb,03), less preferably combinations of 
these, less preferably nickel (11) oxide (NiO), chromium (111) 
oxide (Crz03), cobalt (11) oxide COO, iron (111) oxide 
(Fe,O,), magnesium (11) oxide (MgO), less preferably tita- 
nium (IV) oxide (TiO,), ruthenium (IV) oxide (RuO,), 
tantalum oxide (Ta,O,) or combinations of any of the 
foregoing, less preferably any other rare earth oxide (exclud- 
ing erbium oxide (Er,O,)), alkaline earth metal oxide, 
transition metal oxide, or combinations of any of the fore- 
going, so long as the cationic radius of the group A dopant 
is smaller than the cationic radius of the primary stabilizer 
that is selected. Among scandia and ytterbia, ytterbia may be 
more preferred due to its lower cost. 

The group B dopant is preferably neodymium oxide 
(Nd,O,) or gadolinium oxide (Gd,O,), less preferably 
samarium oxide (Sm,O,), less preferably europium oxide 
(Eu,O,), or combinations of any of these. 

Other additives known in the art may also be added in 
conventional amounts. Because of the difficulty in separat- 
ing rare earth metals from each other, the listed percentages 
indicate that the given component (base oxide, primary 
stabilizer dopant, group A dopant, group B dopant) consists 
essentially of the given metal oxide compound, with allow- 
ance for impurities normally tolerated from commercially 
available sources. The components of the composition are 
combined according to techniques known or conventional in 
the art to form the desired ceramic thermal barrier coating 
composition. 

The group A and group B dopants are preferably present 
in substantially equal molar percentages in the solid solution 
for the thermal barrier composition. Less preferably the 
group A and group B dopants are present in a molar percent 
ratio between 1.1:l to l : l . l ,  less preferably 1.5:l to 1:1.5, 
less preferably 1:2 and 2:1, less preferably 1:4 to 4:1, less 
preferably 1 :X to 8: 1, group A and group B dopants together 
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in the above proportions into a ceramic alloy solid solution described in this paragraph, a high concentration of highly 
matrix having as its primary component zirconia andor associated defects is produced in the solid solution matrix 
hafnia as the base oxide, in addition to a relatively minor which is stabilized based on electroneutrality conditions. 
amount of yttria, results in the solid solution matrix exhib- Strong dopant-oxygen vacancy and dopant-dopant interac- 
iting a substantially reduced intrinsic thermal conductivity, 5 tions are believed to exist which promote the formation of 
as well as both a reduced effective or superficial thermal extended, immobile defect clusters. 
conductivity (which is lower than the intrinsic thermal It was mentioned above that the group A and B dopant 
conductivity), and a reduce tendency for the effective ther- oxides are selected in part based on their high stability. 
mal conductivity to rise after hours of high-temperature Stability of these oxides is governed by their free energy of 
service. i o  formation (AGf), where a more (higher magnitude) negative 

Without wishing to be bound by any particular theory, it value indicates greater stability as is well known in the art. 
is believed that this highly surprising and unexpected result The one or more pairs of additional dopants, (group A and 
is achieved for at least one of the following reasons. B dopant oxides are one such pair), incorporated in the base 

As discussed above the present invention involves the oxide matrix (ZrO, andor HfO, based systems) preferably 
addition of both group A and group B dopant oxides to the 15 are selected so as to possess high (large magnitude negative 
zirconia (hafnia)-yttria or other zirconia (hafnia) based sys- value) free energies of formation. High free energy of 
tems. The group A and group B dopants are believed to serve formation of a dopant oxide represents high stability of the 
three functions. oxide in an oxygen-containing atmosphere, which is greatly 

First, the group A and B dopants preferably are present in desirable. The addition of dopant oxides with mixed polar- 
substantially equimolar ratios so as to provide essentially 20 ization and ionic sizes may further introduce lattice defects 
paired oxide complexes in the base oxide (zirconia) lattice. and distortion for reduced thermal conductivity and 
The group A and group B dopant oxides are generally highly improved sintering-creep resistance. 
stable, possessing respectively smaller and larger cationic High dopant atomic weight is beneficial for improving 
radii than that of the primary stabilizer dopant, most pref- lattice scattering. High dopant solubility is beneficial for 
erably yttria. In the base oxide solid solution lattice, these 25 increasing dopant concentrations and thus defect concentra- 
paired oxides (groups A and B) cooperate to provide ther- tions. A mixture of high- and low-solubility dopants and of 
modynamically stable, highly distorted, defective lattice high- and low-atomic weight will promote complex struc- 
structures based on local ionic segregation (defect cluster- tures and thus improved lattice scattering. 
ing) with controlled ranges of defect cluster sizes, resulting The compositions according to the invention preferably 
in a highly distorted lattice in the ceramic alloy solid 30 are used to provide a ceramic thermal barrier coating on 
solution. These complex structures effectively attenuate and metal components subject to high service temperatures, such 
scatter lattice phonon waves as well as radiative photon as turbine blades in jet engines. The coatings may be applied 
waves at a wide spectrum of frequencies, thus significantly to the substrate using methods known in the art, for example 
reducing the oxide lattice intrinsic and radiation thermal via a plasma spray technique or physical vapor deposition. 
conductivities. 35 Most preferably, a metallic bond coat layer made from or 

Second, the resulting defect clusters are substantially substantially comprising an oxidation-resistant metal or 
immobile in the solid solution's highly distorted lattice metal alloy is deposited first onto the substrate surface, and 
structure. These essentially immobile defect clusters, them- the cerarmic thermal barrel coating deposited over the bond 
selves or in combination with other induced nanoscale coat layer. Metallic bond coat layers are known in the art and 
ordered phases, effectively reduce the mobile defect con- 40 typically are applied via a conventional vapor deposition 
centration in the base oxide lattice and suppress atomic technique to a thickness of about 3-7, more typically about 
mobility and mass transport, thus significantly improving 5 ,  mils. Suitable bond coat materials are MCrAlX alloys as 
the oxide sintering-creep resistance. known in the art, where ME is a metal selected from nickel, 

Third, it has been observed that ceramic thermal barrier cobalt, iron, and combinations thereof, CE chromium; 
coatings made as described herein exhibit substantially 45 A k  aluminum; and XE an optional active metallic ele- 
improved mechanical properties, including improved frac- ment, most commonly yttrium. Pt-A1 (platinum-alumi- 
ture toughness as well as durability, believed due to the num) alloys also are common for the bond coat layer. 
formation of complex nanoscale defect clusters. Broadly, the bond coat layer typically is an aluminum alloy 

The one or more pairs of additional dopants (group A and where aluminum provides the oxidation resistance to the 
B dopant oxides) incorporated in the base oxide matrix 50 layer, and the other alloying elements are present in amounts 
(preferably ZrO, or HfO, based oxides) preferably have sufficient to improve (reduce) the brittleness and raise the 
cationic valences that are either less than or greater than that melting temperature of the bond coat above the service 
of the base oxide cation, less preferably equal to that of the temperature for the coated substrate. The bond coat layer is 
base oxide cation. For example, in the preferred embodiment highly preferred in order to prevent oxidation of the under- 
where ZrO, is the base oxide, the zirconium cation has a +4 55 lying metallic substrate which often is not all that oxidation 
valence, Zr4+, meaning the dopant oxides (group A and B resistant. For example, turbine blades commonly are manu- 
dopants) preferably are selected having cationic valences of factured of a nickel superalloy that will be readily oxidized 
+1, +2 or +3, which are less than that of zirconium in ZrO,, from atmospheric oxygen at operating temperatures over 
or valences of +5 or larger, which is greater than that of 2000" F. The bond coat is preferred because a thermal barrier 
zirconium in ZrO,. It is less preferred in the case where 60 coating alone may not sufficiently prevent oxidation of the 
zirconia is the base oxide to have a group A or B dopant underlying substrate because such coatings, often compris- 
oxide whose cationic valence is equal to +4. In any case, ing primarily porous zirconia in the coating layer, can be 
however, it is important that the dopant oxides have a oxygen permeable andor also relatively effective oxygen 
substantially different cationic radius than that of the base conductors at elevated temperatures even when the coating 
oxide (Z4+ in the preferred embodiment) in order to achieve 65 layer is dense. Once the bond coat layer has been deposited 
the desired defect clustering effect. By selecting the group A onto the substrate, the ceramic thermal barrier coating 
and B dopants according to the valence considerations composition is applied over the bond coat layer via conven- 
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tional techniques to provide the ceramic thermal barrier substantially reduced intrinsic thermal conductivity as 
coating according to the invention. already discussed, and also have relatively high thermal 

Most preferably, the composition is applied such that the expansion coefficients. The combination of these two prop- 
resulting coating exhibits primarily a crystalline phase that erties, along with a lower degree of toughness compared to 
is either cubic, tetragonal t' or primarily a combination of 5 the tetragonal t' phase counterparts, can increase the poten- 
these. The cubic phase of a crystalline ceramic such as tial for thermal shock damage and premature delaminations, 
zirconia or hafnia, as well as for other oxides encompassed especially near edges or sharp bends in coated components 
by the present description, is very well known in the art and (e.g. the edge of a turbine blade) where high stress concen- 
does not require further explanation here. The tetragonal t' trations and non-uniformity of the temperature distributions 
phase referred to herein also is known to those skilled in this i o  are to be expected. To counteract this potentially negative 
art, but is somewhat less common and bears some explana- 
tion for the convenience of the reader. The tetragonal t' phase 
of a ceramic crystal is a non-equilibrium state of the crystal 
exhibiting a tetragonal crystalline structure which generally 
is not apparent from the conventional phase diagram for the 15 
crystal, e.g. phase diagrams for conventional ZrO-Y,O, 
systems do not show this phase. It results when the base 
material becomes supersaturated with the dopant, conven- 
tionally Y,O,, in the case of the invention the sum of all the 
donants. It is a non-eauilibrium or metastable state and is 20 

effect, it is preferable first to lay down a base ceramic layer 
prior to depositing the thermal barrier coating according to 
the invention. The base ceramic layer advantageously can be 
a conventional 7YSZ or XYSZ (7 or X weight percent 
respectively, yttria-stabilized zirconia) layer, and preferably 
has a thickness in the range of 0.5-2 mils (about 0.5-1 mil 
for a PVD applied base ceramic layer). Such a 7YSZ or 
XYSZ coating has a somewhat lower thermal expansion 
coefficient, and also a relatively higher thermal conductivity 
comnared to the suneriacent cubic zirconia-based thermal 

converted to the equilibrium cubic phase as additional 
dopant(s) isiare added. Though it is a non-equilibrium state, 
the tetragonal t' phase of zirconia or hafnia generally persists 
up to temperatures of about 1200" C. (2192" F.) at which 
point it will be gradually converted to the more stable cubic 
phase. The tetragonal t' phase inevitably also includes sub- 
stantial micro-scale regions of other phases scattered 
throughout the bulk phase, which result in improved defect 
scattering and the resultant improved durability described 
below. 

I . '  

barrier coating according to the invention, and its properties 
generally are intermediate the underlying metallic bond coat 
layer (or substrate) and the thermal barrier coating. Such a 
two-layer ceramic coating system (base ceramic layer of 

25 conventional 7- or XYSZ ceramic and superjacent thermal 
barrier layer according to the invention) has demonstrated 
significant increased useful life and resistance to thermal 
cycling, while maintaining optimum low thermal conduc- 
tivity performance and temperature capability, in terms of 

30 both intrinsic conductivitv and sintering resistance for the u 

It is to,be understood that nothing in the foregoing para- superjacent thermal barrier coating layer. Additional layer 
graph or elsewhere in this application is intended to imply grading between these two ceramic layers in terms of 
that only the cubic andor tetragonal t' phases will or are to compositions and properties also can be incorporated in 
be present in the solid solutions for the ceramic coatings of order to improve the two coatings' stability and compatibil- 
the present invention. The solid solutions inevitably will 35 ity. Alternatively, the base ceramic layer can be a tetragonal 
have regions or pockets of various crystalline phases, t' phase low conductivity thermal barrier coating layer, 
including cubic, tetragonal, tetragonal t', monoclinic, etc., andor can have an as-applied thickness in the range of 10 to 
depending on the conditions under which a particular coat- 50 pm. This base ceramic layer is preferred for zirconia- 
ing was deposited and its service environment. In addition, based thermal barrier coatings according to the invention, 
a coating may have two or more discrete regions having the 40 and not necessarily for hafnia-based coatings; though it is 
same crystalline phase, but which are not continuous-i.e. believed the base ceramic layer would not be detrimental to 
the lattice structures of two adjacent phases may both be a hafnia-based coating. 
cubic, but the two phases nevertheless are discontinuous and Generally, when zirconia is used as the base oxide, total 
meet at a discrete interface as known in the art. dopant concentrations (sum of primary stabilizer, group A 

It has been found in applications using the ceramic 45 and group B dopants) greater than about 6 mol. % result in 
thermal barrier coatings according to the invention that the ceramic thermal barrier coating being substantially in the 
cubic phase coatings generally have lower intrinsic thermal cubic phase. Total dopant concentrations in the range of 4-6 
conductivity, better phase stability, and also higher concen- mol. % result in a mixed phase coating having substantial 
trations of defect clusters as described above which result in regions of both cubic and tetragonal t' phases, and total 
greater sintering stability across a very wide temperature 50 dopant concentrations less than about 4 mol. % result in a 
range. On the other hand, tetragonal t' phase coatings have substantially tetragonal t' crystalline phase for the coating. 
been found to be more durable and resistant to erosion from When hafnia is used as the base oxide, it has been found that 
physical impact events (i.e. they are tougher coatings), and the cubic to tetragonal t' phase transition occurs in the range 
also have exhibited greater resistance to thermal cycling of about 10-15 mol. %total dopant concentration, where 15 
compared to counterpart cubic phase coatings. It will be 55 mol. % results in a substantially cubic phase coating and 
understood by persons of ordinary skill in the art that the below 10 mol. % results in a substantially tetragonal t' phase. 
choice of whether to provide a substantially cubic or a The inventors herein have identified a number of com- 
substantially tetragonal t' phase coating will greatly depend positions which provide highly desirable ceramic thermal 
on the particular application, such as the temperatures, barrier coatings according to the invention, for the case 
number and frequency of actual or potential physical impact 60 where either zirconia or hafnia is selected as the base oxide. 
events andor degree of thermal cycling experienced by the Zirconia is relatively inexpensive and less heavy compared 
substrate to be coated. Of course, in certain applications it to hafnia and so may be preferred in a wide range of 
also may be desirable to provide a coating having some applications. It is generally suitable in applications up to 
measure of both cubic and tetragonal t' phases in order to about 2800" F. (1540" C.). However, where it is necessary to 
provide the benefits of each of these phases. 65 provide a coating for a substrate that will experience higher 

The zirconia-based ceramic thermal barrier coatings hav- temperatures, the higher cost of hafnia may be justified, 
ing a substantially cubic phase described above exhibit which generally is suitable in applications above 2800" F. 
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When zirconia is selected as the base oxide, it has been nent proportions as any of the compositions listed in table 2, 
found, surprisingly and unexpectedly, that total dopant con- where total dopant concentration is in the range of about 4-6 
centrations in the range of about 9-13 mol. %, more pref- mol. %. 
erably about 10-12 mol. %, result in a dramatic reduction in The 4-3-3 composition where the individual components 
intrinsic thermal conductivity for the ceramic coating. This, 5 are selected to be the species as in the Preceding Paragraph 
coupled with enhanced sintering resistance due to the defect also is highly suitable for Producing a cubic Phase coating 
clustering effect resulting from the paired oxides (group A for those turbine blades where low intrinsic (and accordingly 

coating having 1) lower intrinsic thermal conductivity, 2) important consideration than hardness or resistance to ther- 
i o  mal cycling. In addition, the 4-3-3 and 6-2-2 compositions lower effective thermal conductivity in the porous coating, 

discussed above also are believed highly suitable for coating and 3) a far greater service life because the low effective jet engine combustor components. 
In general, when zirconia is selected as the base oxide, the thermal conductivity is sustained for a longer period of time 

due to the enhanced sintering resistance of the material. For composition of the ceramic alloy solid solution preferably is 
zirconia-based systems, the following compositions in table 15 ZrO,~Y,O,~REa,O,~REb,O,  (base oxide-primary 
2 have been identified as producing highly desirable coat- stabi~ize-group A dopant-group B dopant) where  RE^ is 
ings. In table 2, all values are molar percent. a first rare earth oxide whose cationic radius is smaller than 

Y3+ in the solid solution, and REb is a second rare earth 
oxide whose cationic radius is larger than Y3+ in the solid 

20 solution. In this embodiment, most preferably REa is scan- 
Stabilizer Dopant Dopant (zirconia) dia (Sc,O,) or ytterbia (Yb,O,), and REb is neodymia 

(Nd,O,), gadolinia (Gd203) or samaria (Sm,O,), and all the 
4 3 3 Balance components are present in a molar percent concentration 

according to one of the compositions listed in tables 1 or 2 
6 2 2 Balance 25 above or in one of Examples 1 4  below. 
8.5 0.75 0.75 Balance When hafnia is used as the base oxide, it has been found 

that a dramatic decrease in intrinsic thermal conductivity 
similar to that observed for zirconia-based systems also is 

It will be evident based on the foregoing description that found in hafnia-based cubic phase systems, but in the range 
each of the compositions in table 2 is primarily in the cubic 3o of 15-20 mol, % total dopant concentration, ~ ~ ~ ~ ~ d i ~ ~ l ~ ,  
phase due to the fact that the total dopant concentrations are hafnia-based ceramic alloy solid so~utions having composi- 
in the range of 10-12 mol. %. More durable, erosion tions of 11-2-2 and 16-2-2 have been found to be desirable, 
resistant coatings can be Produced by lowering the total Formulations according to these component concentrations 
dopant concentration below about 6 mol. %, Preferably also have been made using yttria, ytterbia and gadolinia 
about 4 to 6 mol. %, to produce a solid solution incorpo- 35 respectively for the primary stabilizer, group A and group B 
rating substantial regions in the tetragonal t' phase as dopants, and have been found to exhibit desirably low 
explained above. Desirable examples include 1.33 mol. % intrinsic thermal conductivity and enhanced sintering resis- 
primary stabilizer, 1.33 mol. % group A dopant and 1.33 tance. 
mol. % group B dopant, balance zirconia, as well as 1.67 In addition to the group A and B dopants mentioned 
mol. % primary stabilizer, 1.67 mol. % group A dopant and 40 above, it has been found that the addition of a third addi- 

and B dopants), results in a superior ceramic thermal barrier supeficia1 Or effective) conductivity is a more 

TABLE 2 

Primaq Group A Group B Base Oxide 

4 4 4 Balance 
6 3 3 Balance 

1.67 mol. % group B dopant, balance zirconia. Particularly 
desirable ceramic alloy solid solutions based on these com- 
positions for the tetragonal t' phase, and on the compositions 
in table 2 for the cubic phase, have been made where yttria 
(Y203) is the primary stabilizer, ytterbia (Yb,O,) is the 45 
group A dopant, and gadolinia (Gd203) is the group B 
dopant. The 1.33-1.33-1.33 composition just described has 
been found to be highly suitable for producing very durable 
ceramic thermal barrier coatings for turbine blades in jet 
engines. It is believed that suitable tetragonal t' nhase 50 

tional dopant in relatively small amounts can have a sub- 
stantially beneficial effect on further reducing the intrinsic 
thermal conductivity of the resulting ceramic alloy solid 
solution, as well as reducing the tendency for the coatings 
according to the invention to crack due to thermal shock. 
Preferably, the third additional dopant is scandia (Sc,O,) 
and is in addition to the group A and group B dopants already 
being added to the composition. (In other words, though 
scandia is listed hereinabove as a preferred group A dopant, 
in this embodiment when it is nresented as a third additional u u 

compositions also can be prepared based on the proportions 
of the compositions listed in table 2, by multiplying each 
component concentration by about %. For example, the 
analogous tetragonal t' composition for the cubic 4-3-3 
composition in table 2 would be 1.33-1-1. In this case, the 
sum of all three dopant concentrations is 3.33 mol. %, which 
is below the -4 mol. % threshold for a substantially tetrago- 
nal t' phase coating. Alternatively, the multiplier can be a 
different value, such as in the range of % to (e.g. 0.4), so 
long as the resulting sum of all three dopant concentrations 
does not exceed the -4 mol. % threshold. A similar calcu- 

dopant or "overdopant," it is not intended as the group A 
dopant, and a different group A dopant oxide, preferably 
ytterbia is used as the group A dopant oxide). The resulting 
scandia-modified, low conductivity cluster oxide thermal 

55 barrier coating provides an optimal combination of low 
thermal conductivity performance and coating durability. 
When a small amount, preferably in the range of 0.5 to 6 
mol. %, more preferably 0.5-1 mol. %, of Sc,O, is added to 
the previously disclosed four component, low conductivity 

60 thermal barrier coatings (Zr0,-Y,O,-REa,O,- 
REb,O,, where REa and REb are rare earths other than Y), 

lation could be performed for each of the cubic phase one can effectively reduce andor tailor the thermal expan- 
compositions in table 2 to achieve an analogous tetragonal sion coeficient of the resulting oxide systems. The addition 
t' phase composition. In a further alternative, where a mixed of scandia to the clustered oxide systems also enhances the 
phase having substantial regions of cubic and tetragonal t' 65 oxide atomic bonding because of the high afinity between 
phases is desired, other suitable multipliers can be used to scandium and oxygen, thus resulting in high chemical sta- 
provide an analogous composition having the same compo- bility and intrinsic strength of the modified oxides. There- 
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fore, the thermal shock resistance and coating long-term 
durability of the modified thermal barrier coatings can be 
greatly improved while maintaining the very low coating 
thermal conductivity. The addition of this third additional 
dopant provides an overall 5-component system, and the 
resulting effect on thermal conductivity is described in the 
Examples below where the third additional dopant is 
referred to as an "overdopant." 

The thicknesses of the ceramic thermal barrier coatings 
described herein will depend on the method of application, 
which in turn will be dictated by the particular substrate to 

components of a preferred embodiment of the invention, the 
amounts of the ingredients to produce the respective coating, 
and the resulting thermal conductivity observed after 
20-hour high temperature testing at about 1316" C. (2400" 

5 F.) in steady-state laser conductivity tests. The overdopant 
present in Example 4 was selected to achieve a composition 
including two different species of group A dopants (Le. 
dopants whose cationic radii are small than that of the 
primary stabilizer). Example 5 shows the baseline control 

lo sample, a standard yttria-stabilized zirconia or XYSZ. Per- 
centages are given in molar percent. 

1 2 3 4 5 

Base Oxide 

Primaq Stabilizer 

Group A dopant 

Group B dopant 

Overdopant 

Thermal 
Conductivity 
(Wlm-K) 

Zirconia 
balance 
Yttria 
3 mol YO 

Ytterbia 
1.5 mol % 
Samaria 

1.5 mol % 
0 

0.72 

Zirconia 
balance 
Yttria 
9 mol YO 

Ytterbia 
2.25 mol % 
Neodymia 

2.25 mol % 
0 

0.63 

Zirconia 
balance 
Yttria 
9 mol YO 

Ytterbia 
2.25 mol % 
Gadolinia 

2.25 mol % 
0 

0.70 

Zirconia 
balance 
Yttria 

14 mol YO 
Ytterbia 
7 mol YO 

Neodymia 
7 mol YO 
Scandia 

0.75 mol % 
0.56 

Zirconia 
balance 
Yttria 

4.5 mol % 
n 

0 

0 

1.35 

be coated and the service conditions it experiences. Thicker As these results demonstrate, the presence of the matched 
coatings will be desirable for more strenuous temperature pairs of over- and under-sized cationic oxide dopants (group 
and thermal cycling environments, Whereas thinner coatings A and B dopants) according to the present invention reduces 
would be suitable for less Strenuous environments. The two 35 the 20-hour thermal conductivity of the coatings, The coat- 
principal methods for these are physical ing sintering resistance at high temperature is also signifi- 
vapor deposition (PVD) and plasma spray. Both techniques cantly improved, as indicated by the significantly lowered are well known to those skilled in the art, and are not further 

thinner coatings than plasma spray, For PVD applied coat- 4o increases in thermal conductivity after 20 hours in coatings 
ings, e.g. onto turbine blades, coating thicknesses of 1-10, according to the Present invention were generally approxi- 
preferably 2-9, preferably 3-8, preferably 4-7, preferably mately 2 5 ~ 5 0 %  less than the magnitude of increase 
about 5, mils are applied. For plasma spray applied coatings, observed in similarly applied prior art 4.55 mol % yttria 
e.g. onto a combustor surface, coating thicknesses are some- stabilized zirconia coatings. The foregoing results were 
what higher, preferably 1 0 4 0 ,  preferably 11-35, preferably 45 surprising and unexpected, 

described here except to note that PVD generally applies rates Of the conductivity increase. The magnitude Of 

12-30, preferably 13-25, preferably 5-20, Although the invention has been described with respect to 
thinner 'Oatin!@ are preferred for moving parts, and Particu- preferred embodiments, it will be understood that various 
larly for parts moving at high speed in circular paths such as 
turbine blades, due to weight and centrifugal load consid- 

the greater the centrifugal load on the turbine blade as it is 50 forth in the appended 
accelerated in a circular path, which can result in creep of the What is claimed is: 
underlying metallic substrate. 1. A turbine blade structure comprising a metallic turbine 

For plasma sprayed coatings according to the invention, it blade substrate and a ceramic thermal barrier coating there- 
is desirable that the ceramic alloy powder used in the plasma 55 over, said ceramic thermal barrier coating comprising a 
spray process not have too many fines. Preferably, the ceramic alloy solid solution comprising 46-97 molar percent 
ceramic alloy powder used for plasma spray application of base oxide, 2-25 molar percent primary stabilizer, 0.5-25 
a ceramic thermal barrier coating according to the invention molar percent group A dopant, and 0.5-25 molar percent 
will comprise not more than about 40, preferably about 35, group B dopant, said base oxide being selected from the 
Preferably about 30, Preferably about 25, Preferably about 60 group consisting of ZrO,, HfO, and combinations thereof, 
20, preferably about 15, preferably about 10, percent on a said primary stabilizer being selected from the group con- 
mass basis of particles smaller than about 325 mesh. It also sisting of y,o,, Dy,O,, Er,O, and combinations thereof, 
is preferable that the ceramic alloy powder be sprayed using each of said group A dopant and said group B dopant being 
plasma torch parameters which are selected SO as to ensure selected from the group consisting of rare earth oxides, 
that the particles are well-melted. 65 alkaline earth metal oxides, transition metal oxides and 

The following Examples (table 3) further illustrate vari- combinations thereof, but excluding those species contained 
ous aspects of the invention. Examples 1 4  each show the in said base oxide and primary stabilizer groups, 

changes and modifications can be made thereto without 

erations, the heavier the turbine blades (and their coatings) departing from the 'pifit and scope Of the invention as set 
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wherein said group Adopant is selected such that the ionic 
radius of the group A dopant cation is smaller than the 
ionic radius of the primary stabilizer cation in said solid 
solution, 

and wherein said group B dopant is selected such that the 
ionic radius of the group B dopant cation is larger than 
the ionic radius of the primary stabilizer cation in said 
solid solution, 

the ratio of the molar percentages of group A dopant to 
group B dopant in said solid solution being between 
about 1:lO and about 1O:l. 

2. A turbine blade structure according to claim 1, each of 
said group A and group B dopants being a rare earth oxide. 

3. A turbine blade structure according to claim 1, said 
ceramic alloy solid solution comprising 9-13 molar percent 
total dopants, including the primary stabilizer, group A 
dopant and group B dopant. 

4. A turbine blade structure according to claim 1, said 
ceramic alloy solid solution comprising 4 molar percent 
yttria, 3 molar percent ytterbia and 3 molar percent gado- 
linia, balance base oxide and impurities. 

5. A turbine blade structure according to claim 1, said 
ceramic alloy solid solution having a substantially cubic 
crystalline structure. 

6. A turbine blade structure according to claim 1, further 
comprising a metallic bond coat disposed intermediate said 
substrate and said thermal barrier coating. 

7. A turbine blade structure according to claim 1, further 
comprising a ceramic base layer adjacent said thermal 
barrier coating and disposed intermediate said thermal bar- 
rier coating and said substrate. 

8. A turbine blade structure according to claim 7, said 
ceramic base layer comprising 8 weight percent yttria- 
stabilized zirconia or 7 weight percent yttria-stabilized zir- 
conia. 

9. A turbine blade structure according to claim 1, said 
ceramic thermal barrier coating being applied via a physical 
vapor deposition technique and having a thickness of 1-10 
mils. 

10. A turbine blade structure according to claim 9, said 
thickness being about 5 mils. 

11. A turbine blade structure according to claim 1, said 
solid solution further comprising, in addition to said group 
A dopant, 0.5 to 6 molar percent scandia as an additional 
overdopant. 

12. A turbine blade structure according to claim 1, 
wherein said group A dopant is selected such that the ionic 
radius of the group A dopant cation is smaller than the ionic 
radius of the primary stabilizer cation in said solid solution, 
and wherein said group B dopant is selected such that the 
ionic radius of the group B dopant cation is larger than the 
ionic radius of the primary stabilizer cation in said solid 
solution. 

13. A combustor component for a jet engine, comprising 
a metallic combustor component substrate and a ceramic 
thermal barrier coating thereover, said ceramic thermal 
barrier coating comprising a ceramic alloy solid solution 
comprising 46-97 molar percent base oxide, 2-25 molar 
percent primary stabilizer, 0.5-25 molar percent group A 
dopant, and 0.5-25 molar percent group B dopant, said base 
oxide being selected from the group consisting of ZrO,, 
HfO, and combinations thereof, said primary stabilizer 
being selected from the group consisting of Y,O,, Dy,O,, 
Er,O, and combinations thereof, each of said group A 
dopant and said group B dopant being selected from the 
group consisting of rare earth oxides, alkaline earth metal 
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oxides, transition metal oxides and combinations thereof, 
but excluding those species contained in said base oxide and 
primary stabilizer groups, 

wherein said group Adopant is selected such that the ionic 
radius of the group A dopant cation is smaller than the 
ionic radius of the primary stabilizer cation in said solid 
solution, 

and wherein said group B dopant is selected such that the 
ionic radius of the group B dopant cation is larger than 
the ionic radius of the primary stabilizer cation in said 
solid solution, 

the ratio of the molar percentages of group A dopant to 
group B dopant in said solid solution being between 
about 1 : 10 and about 10: 1. 

14. A combustor component according to claim 13, each 
of said group A and group B dopants being a rare earth 
oxide. 

15. A combustor component according to claim 13, said 
ceramic alloy solid solution comprising 9-13 molar percent 
total dopants, including the primary stabilizer, group A 
dopant and group B dopant. 

16. A combustor component according to claim 13, said 
ceramic alloy solid solution comprising 4 molar percent 
yttria, 3 molar percent ytterbia and 3 molar percent gado- 
linia, balance base oxide and impurities. 

17. A combustor component according to claim 13, said 
ceramic alloy solid solution having a substantially cubic 
crystalline structure. 

18. A combustor component according to claim 13, fur- 
ther comprising a metallic bond coat disposed intermediate 
said substrate and said thermal barrier coating. 

19. A combustor component according to claim 13, fur- 
ther comprising a ceramic base layer adjacent said thermal 
barrier coating and disposed intermediate said thermal bar- 
rier coating and said substrate. 

20. A combustor component according to claim 19, said 
ceramic base layer comprising 8 weight percent yttria- 
stabilized zirconia or 7 weight percent yttria-stabilized zir- 
conia. 

21. A combustor component according to claim 13, said 
ceramic thermal barrier coating being applied via a physical 
vapor deposition technique and having a thickness of 1-10 
mils. 

22. A combustor component according to claim 21, said 
thickness being about 5 mils. 

23. A combustor component according to claim 13, said 
solid solution further comprising, in addition to said group 
A dopant, 0.5 to 6 molar percent scandia as an additional 
overdopant. 

24. A combustor component according to claim 13, 
wherein said group A dopant is selected such that the ionic 
radius of the group A dopant cation is smaller than the ionic 
radius of the primary stabilizer cation in said solid solution, 
and wherein said group B dopant is selected such that the 
ionic radius of the group B dopant cation is larger than the 
ionic radius of the primary stabilizer cation in said solid 
solution. 

25. A structure comprising a metallic substrate and a 
ceramic thermal barrier coating over said substrate, said 
substrate being selected from the group consisting of a 
turbine blade and a combustor component for a jet engine, 
said ceramic thermal barrier coating comprising a ceramic 
alloy solid solution comprising 46-97 molar percent base 
oxide, 2-25 molar percent primary stabilizer, 0.5-25 molar 
percent group A dopant, and 0.5-25 molar percent group B 
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dopant, said base oxide being selected from the group 
consisting of ZrO,, HfO, and combinations thereof, said 
primary stabilizer being selected from the group consisting 
of Y,O,, Dy,O,, Er,O, and combinations thereof, each of 
said group A dopant and said group B dopant being selected 
from the group consisting of rare earth oxides, alkaline earth 
metal oxides, transition metal oxides and combinations 
thereof, but excluding those species contained in said base 
oxide and primary stabilizer groups, 

wherein said group Adopant is selected such that the ionic 
radius of the group A dopant cation is smaller than the 

ionic radius of the primary stabilizer cation in said solid 
solution, 

and wherein said group B dopant is selected such that the 
ionic radius of the group B dopant cation is larger than 
the ionic radius of the primary stabilizer cation in said 
solid solution, 

the ratio of the molar percentages of group A dopant to 
group B dopant in said solid solution being between 
about 1 : 10 and about 10: 1. 
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